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Démouillage sur surfaces hétérogènes - 
comment relier approche locale et réponse 

macroscopique ?
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Contact angle – Young's equation 



Contact angle and adhesion
Young-Dupré equation

Young



Cassie and Baxter, Trans. Farad. Soc. 1944



rule of mixture

surface fraction  

Cassie and Baxter, Trans. Farad. Soc. 1944
Bico et al. EPL 1998

Superhydrophobic surfaces
Cassie model



Yeh et al Langmuir 2008
Priest et  al Langmuir 2009
Choi et al JCIS 2009
Dubov et al EPL 2011

see Erbil Surf Sci Rep 2014 for a review

Does scale with surface fraction but
not really proportional
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Contact angle hysteresis



Look at the line...
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Line model – Results 

Choi et al. JCIS (2009)

line fraction d/L



Joanny and de Gennes J. Phys Chem (1984)
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Contact angle hysteresis – Pinning



Imprinted surfaces
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spin coating

Embossing

Film deposition



Receding contact angle
square lattice

McHale et al. Langmuir (2005) Gauthier et al. Langmuir 2014



Receding contact angle
axisymmetric model

Shanahan Langmuir 1995
McHale et al. Langmuir 2005



 An axisymetric texture



 Evaporation on axisymmetric surface – 
side view



Evaporation on axisymmetric surface – 
bottom view



Drop shape

Axisym. lattice         Square lattice

Gauthier et al. Langmuir 2014



Drop shape – square lattice

Gauthier et al. Langmuir 2014



Macroscopic contact angle – square lattice

Gauthier et al. Langmuir 2014



Macroscopic contact angle – square lattice

Gauthier et al. Langmuir 2014



Rectangular arrays



Receding contact angle

Impact of lattice

Rivetti et al. PRL 2015

line fraction





Front Propagation Mechanism



Numerical simulations

straight kinked





Model – Impact of the kink

A. Gauthier et al. PRL 2013
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Receding contact angle – impact of 
texture

Rivetti et al. PRL 2015

surface fraction



Simulations – receding contact angle
 with kink

surface fraction

Joanny Jansons JFM 1985
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with kink

Simulations – data 
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Rivetti et al. PRL 2015
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Self-organised GaSb
structures

GaSb(100) monocrystals

ion gun

Ar+ plasma 

0.1 - 2KeV

divergence of 5°
Leroy et al. APL 2009
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Cone morphologies
straight vs. tilted
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Advancing contact angle – tilted cones
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Advancing contact angle vs. inclination
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Advancing contact angle as depinning 
threshold
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Advancing contact angle - Predictions
  Impact of depinning
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Advancing contact angle - Data
   impact of pinning

E. Contraire et al., Soft Matter 2016



Conclusion

Wetting on textured hydrophobic surfaces

– triple line pinning

– elasticity

Impact of order

– kink

– reduction of depinning stress


